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Sample increments were randomly collected. 

Sampling performed as per internationally approved methodology.
COLLECTION OF SAMPLING INCREMENTS 

 @ 1500 Hours 
@ 1730 Hours 

During our intervention, fluorspar cargo having 40 MT (Approx.) was placed on cemented floor for sampling purpose. 
 SAMPLING STANDARD 

After collection of all the sample increments, bulk samples crushed (manually), mixed and reduced (conning, quartering
and increment method) in order to prepare final composite samples. 

 
BALOCHISTAN ENTERPRISES,
Zarghoon Road, Office#13, Raisani Road,
 Quetta

CLIENT 

FLUORSPAR DECLARED GOODS
QUANTITY (As advised) 
SCOPE OF SERVICES 

: 
:   40 MT 
:   INFORMATIVE SAMPLING AND ANALYSIS 

In accordance to the instructions received from client, We, Bureau Veritas, Pakistan (PVT) Ltd., attended their advised MIB
industries Godown at Moach Goth- Karachi on November 04, 2025 to perform fluorspar sampling cargo and perform analysis
on our prepared quantity. Our findings are as follows: 
TIME LOG 

BVP REF: LJ/25/549/PK
November 12, 2025 

INFORMATIVE INSPECTION & ANALYSIS REPORT 

Sieve Size 
+ 80 mm 
10 – 80 mm
0 – 10 mm 
TOTAL

 

TENDERED CARGO AND CARGO CONDITION 

Results
0.6 %
94.4 %
5 % 
100%

Inspection Started
Inspection Completed 

SAMPLE PREPARATION 

November 04, 2025
November 04, 2025
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CaF2
CaCO3
SiO2 
P2O5 

Sb 
Moisture 

 
ASTM E-815 
Calculated 

ASTM E1506-97 
Acid digestion ICP-OES
Acid digestion ICP-OES

In house gravimetric 

 
%
%
% 
% 

ppm 
% 

Analysis performed on our prepared composite sample, results are reproduced as under:

81.87
6.97
8.93 

0.002 
0.02 
0.67 

After completion of above process, final composite sample then prepared in three (03) sets and distribution is as follows: 

•

• 

One set of sealed sample submitted in lab for analysis on required parameters. 

One set of sealed sample prepared for client and retained with BV for the period of one (01) month from sampling
date, unless otherwise instructed. 

One set of sealed sample retained with BV for the period of one (01) month from sampling date, unless otherwise
instructed. 

• 

BVP REF: LJ/25/549/PK
November 12, 2025 

ANALYSIS RESULTS 

FINAL SAMPLE PREPARATION AND SAMPLE DISTRIBUTION 

Parameters Test Method Unit Results 

(Rameesa Maheen) 
Operations Coordinator ( M&M - AFC Dept )
Office: +92 21 35632531-9 Ext: 115 
Email: rameesa.maheen@bureauveritas.com 

(Taimoor Ahmed Khan) 
Assistant Manager ( M&M - AFC Dept)
Office: +92 300030173-0 

Email:taimoorahmad.khan@bureauveritas.com 

------------------------------------------------------------------------------------------- THE END -------------------------------------------------------------------------------------------- 

(Muhammad Waseem) 
Country Manager ( AFC Dept )
Office: +92 21 35632531-9 Ext. 110 

Email: muhammad.a.waseem@bureauveritas.com 
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This report and analysis reflects our findings at the time and place of intervention indicated and does not refer to any other matter. Any
holder of these documents is advised that information contained hereon reflects our findings at the time of our intervention only and within
the limits of client’s instructions, if any. 

The issuance of the inspection and analysis report and this document does not exonerate parties to a transaction from exercising all their
rights and obligations under the transaction documents. 

The inspection had been carried out to in accordance with Bureau Veritas Commodities Division General Terms and Conditions of Service
issued in November 2022. 
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 END

Below are some of the photographs taken during our intervention: 

BVP REF: LJ/25/549/PK
November 12, 2025 

……………………………………………. ……………………………………………. 
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